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-:

METRO-DADE FLAGLER BUILDING
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CHECKLIST #0125 FOR THE APPROVAL OF:
LIQUID POLYETHYLENE ROOF SYSTEM

0 Basic Requirements Checklist.

0 One set of the manufacturer's ‘approval document’ including:

a) Specification sheets for each roof system assembly submitted for approval,

b) Detailed application instructions for each product submitted for approval (include
drawings if applicable),

¢) Listing of all products, manufactured by your company used in the system, and

d) Listing of all products manufactured by others, including manufacturers name, used in
the system.

0 One set of manufacturer's design drawings marked and verified by the testing laboratory.

The following current laboratory tests and reports in compliance with protocol TAS 301.

o Fire Resistance as per ASTM E 108

0 ASTM D 3468, Physical Properties
o CGSB-37.50-M89, Hot Applied Rubberized Asphalt for Roofing and Waterproofing

0 FBC Testing Application Standard TAS 114
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